
EXISTING SUBSTRATE
(WOOD)

PREPARATION - TYPE E

SEMCO LIQUID MEMBRANE™
with fabric reinforcement

SCRATCH COAT

Total thickness 1/2” to 1”
2 3 4 5 6 7 8

1.	 Existing substrate - wood 
2.	 SEMCO Liquid Membrane™
3.	 Fabric reinforcement 
4.	 SEMCO Liquid Membrane™

5.	 X-Bond Scratch Coat  
6.	 X-Bond Brown Coat (up to 3/4”)
7.	 X-Bond Seamless Stone (per specification)
8.	 Satin Stone

1

FINISH
Satin Stone

BROWN COAT
up to 3/4”

X-BOND SEAMLESS STONE
per specification
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X-Bond Seamless Stone over wood
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